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SECTION I

PROGRAM DESCRIPTION

1.1 INTRODUCTION

The Guidance and Control Systems Division of Litton Systems Inc,
is involved in a multi-year program in the research and development of
a nuclear magnetic resonance (NMR) gyro for use in inertial navigation

systems,

In the magnetic resonance gyro, angular craft rate is sensed through
a shift in the precession frequency of an ensemble of atomic or nuclear
magnetic moments. The Litton NMR gyro utilizes ensembles of two noble
gas isotopes in order to eliminate explicit dependence on the magnetic
field. In order to obtain the gyroscopic information in this scheme, the
noble gas ensembles must first be polarized so that coherent precession
about an applied magnetic field can take place and, secondly, a means for
detecting the nuclear precession must be provided. In the Litton approach,
the noble gas ensembles attain a net magnetic moment through spin
exchange with an optically oriented alkali vapor. In addition, the alkali
vapor, through a magnetometer effect, detects the weak magnetic fields,
which are generated by the precessing nuclear moments of the two noble

gases, and thus provides the gyro angular rate information,

1-1
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The purpose of the physics research program is to develop a stronger
theoretical and empirical understanding of the alkali-atom-noble-gas-atom
system with particular interest in the spin exchange interaction between
the alkali valence electron and the noble gas nucleus, noble gas nuclear
spin relaxation mechanisms as they pertain to the NMR gyro context and

other related phenomena which impact the NMR gyro technology,

Results of these studies will be relevant not only to the development
of an NMR gyro but also to those areas in which noble gas alkali atomic
interactions are basic, as for example, the atomic frequency standard,

the alkali vapor magnetometer and other such devices,

1.2 OBJECTIVES AND STATUS OF THE CURRENT PROGRAM

The research tasks described in Sections II and III of this report are
part of our continuing effort to understand and parameterize the alkali-atom-
noble-gas-nucleus spin exchange interaction, In addition, investigations
of the spin exchange process also provide opportunities to study the perti-
nent relaxation mechanisms of the noble gas nuclei,

In Section 1I, the results of the measurements of the Rbs'7 - Xe129

spin exchange cross section as a function of the N, buffer density are

2
reported, In the last AFOSR Annual Technical Report, a theory for the

1-2
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role of the alkali-atom-noble-gas-atom van der Waals molecules in the

spin exchange process was developed. The theory predicts a significant
dependence of the spin exchange cross section on the buffer gas density.
We show that our measurements are completely consistent with this

theory.

In Section III, we report on our measurements of the Rb-)(e131 spin
exchange cross section and related relaxation phenomena of Xel3l.
Due to the nature of the Xe131 nucleus, there were problems associated
with the study of the spin dynamic characteristic of Xe131 not found in

the similar study of Xelzg. In order to alleviate some of these difficul-

ties, and be able to initiate our study of the properties of Xe131, we
collaborated in an experiment with a group at the University of Southern
California, The advantage to us in doing this was that we could laser-pump
the alkali vapor with a dye laser system, which resulted in higher alkali
atomic polarizations and thus, in turn, provided larger Xe131 signals

1
allowing us to obtain initial parameterizations of the Xe 31 spin relaxation

characteristics,

Investigations into this area of atomic physics have relevance not
only to NMR gyro research but also to other possible areas of research

such as masers, magnetometers, atomic clocks and polarized nuclear

1-3
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Review in consideration for publication and "Measurement of the Rb-Xe

targets., It was in this light that the results of this year's work were
. . P .0 87 129

written up in two scientific papers: ''Measurement of the Rb  -Xe

Spin Exchange Cross Section', which was submitted to The Physical

131

Spin Exchange Cross Section in Xe131 Relaxation Studies', which has

been accepted for publication by Physical Review Letters. The papers

are included as appendices to Sections II and III, respectively., Moreover,
since these papers are a comprehensivereport of our results, we provide
only some necessary background statements in Sections Il and IlII, with

our findings then being contained in the appendices.

1.3 PROFESSIONAL PERSONNEL ASSOCIATED WITH THE PROGRAM
The principal investigator of these research efforts has been

Dr. Charles H., Volk, This work has also been strongly supported by

Dr. Tae M. Kwon, Dr. John G, Mark and Mr, Bruce C, Grover. We

also wish to acknowledge the contributions of Mr, Howard E, Williams

for the design and Mr, Roger L. Meyer for the construction of various

components of the apparatus used in this research effort, and finally we

acknowledge Dr, Edward Kanegsberg for many helpful discussions,
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SECTION 11

MEASUREMENT OF THE Rb87-XelZ9

CROSS SECTION

SPIN EXCHANGE

2.1 INTRODUCTION

In a previous report, a theory of the role of the alkali-atom-noble-~
gas-atom van der Waals molecules in the alkali-electronic-noble~gas-
nuclear spin exchange interaction was developed and some preliminary
data supporting this theory were presented., It was noted at that time,
that the agreement between the data and the model was not sufficient in

order to make definitive conclusions concerning the model.

Subsequent investigations revealed that an assumption, which we had
made concerning the decay of the noble gas nuclear spin, was not valid
over the entire range of our measurements. In particular, it was assumed
that the alkali electronic spin polarization has a zero time average in a
Larmor period of the noble gas nucleus, and hence there was no dynamic
polarization coupling of the alkali electron with the noble gas nucleus dur-
ing the decay mode of our experiment. We found that in certain circum-
stances this condition was violated, resulting in a distortion of the noble
gas relaxation signal and hence an erroneous estimate of the spin relaxa-
tion rate. The solution to this difficulty was to simply force the alkali
polarization to zero during the greater part of the decay mode time,

This was accomplished by simply blocking the detection light beam and
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then letting the noble gas nuclear spin decay 'in the dark'. The detection

light beam was used only to ascertain the initial and final signal ampli-

tudes in order to determine the noble gas decay rate.

The data are found to agree with the model to within about 7 percent.
We find the magnitude of this error to be an indication of the relative
sophistication of the model, and further error reduction could be attained

only in a more elaborate model.

2.2 APPENDIX TO SECTION 11
The details of our measurements and the presentation and interpre-
tation of our data are provided in the paper, '"Measurement of the
87 129 | Y
Rb™ -Xe spin exchange cross section'', by C, H, Volk, T, M. Kwon

and J. G. Mark, This paper has been submitted to The Physical Review

for publication.

2-2
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Measurement of the Rb™ -Xe spin

exchange cross section
C.H. Volk, T .M. Kwon, and J.G. Mark

Litton Guidance & Control Systems
5500 Canoga Ave, Woodland Hills, CA 91364

12
The Rb87 -Xe 9 spin exchange cross section has been measured

in NZ buffered cells as a function of the N density using an alkali vapor

2
magnetometer technique. The strong dependence of the spin exchange
cross section on the N2 density indicates a significant role for the
Rb-Xe van der Waals molecule in the spin exchange process. Our
data have allowed us to estimate the Rb-Xe molecular formation rate,

whiah is in reasonable agreement with previous measurements. The

extrapolated binary spin exchange cross section term is found to be;

2 1 4 -2

- -10
o V =1,5%X 10 cm sec
ex
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I. INTRODUCTION

The transfer of angular momentum from an electronically polarized
alkali atom to an unpolarized noble gas nucleus in spin exchange collisions
has been the subject of both experimental and theoretical investigations.
Bouchiat, Carver, and Varnuml first observed the nuclear polarization
of He3 used as the buffer gas for the optical pumping of natural Rb vapor.
The spin exchange process was studied in more detail by Gamlim and
Carver’ and then subsequently by Fitzsimmons, Tankersley, and
Walters > who did a preliminary study of the effects of aluminosilicate
containers on the attainable nuclear polarization., More recently
Sobe114 considered spin exchange effects of Na with He, HZ' and DZ in
the relaxation of optically polarized Na vapor., Experimental determi-
nations of the alkali-atom-noble-gas nuclear spin exchange cross section
has been in good agreement with Herman's calculations 5 , in which he
attributed the spin exchange to the contact hyperfine interaction between

the noble gas nucleus and the alkali valence electron.

We report here our study of the spin exchange process between
1
optically oriented Rb vapor and the noble gas nucleus, Xe 29. which

has nuclear spin, I = 1/2. Some preliminary aspects of this work were

6
previously published. @ We observe in our work the transverse
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1
relaxation of Xe 29 after it has been polarized in collisions with the

oriented Rb vapor. Measurements of the relaxation rate are done as

a function of both the cell temperature and the buffer gas density., From
the measurements of the relaxation rate as a function of temperature,
one can deduce the spin exchange cross section knowing the Rb density.
The buffer gas denisty dependence of the cross section yields information
concerning the role of the Rb-Xe van der Waals molecules in the alkali

electronic noble gas nuclear spin exchange process,

II. THEORY

Herman®’ has shown that the spin exchange mechanism between
an alkali valence electron and a noble gas nucleus can be described in
terms of a contact hyperfine interaction governed by the effective

hamiltonian:

H g = RIS (1)

where h is Plank's constant divided by 27, Y is the strength of the
interaction, 1 is the spin angular momentum of the noble gas nucleus

and S is the electronic spin of the alkali atom.
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If we neglect the nuclear spin of the alkali atom, then the spin
exchange between the alkali atom and the Xelzg noble gas nucleus
reduces simply to that of spin exchange between two spin 1/2 systems.
Designate the expectation value of the longitudinal component of nuclear
polarization of the noble gas atom as <IL> and the expectation value of
the longitudinal component of the electronic polarization of the alkali

atom as, < SL>' then it can be shown that the time rate of change of

7~10
the nuclear polarization due to spin exchange is given by:
) -1
< > =T <I.> - <S8S_>
I ex|. L L (2)

-1
where Tex is the spin exchange rate between the noble gas nucleus

and the alkali atom; which is given in terms of the interaction strength:

2. 2
-1 =1 T
Tt ooy X2 (3)
ex £

2 2
1 +<vy> Te
-1
where Tf is the collision frequency,< Y>is an average interaction
strength and T is the correlation time of the interaction., The spin

exchange rate can also be written in terms of a spin exchange cross
section:

T =N o _V (4)
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where NA is the alkali number density, o is the spin exchange cross
ex

section, and V is the alkali-atom-noble-gas-atom relative velocity.

An expression for the spin exchange cross section was derived by

5
Herman :

o =2/3
ex

< 87 g Py P (bo)zﬁ (bo)zbo >I(I +1)0 (5)
- kin -
3AV
where g, is the nuclear gyromagnetic ratio of the noble gas atom, Bn
is the nuclear magneton, p is the Bohr magneton, u, (bo )2 is the
probability density for locating the alkali valence electron at a distance
equal to the internuclear separation from the alkali nucleus, 1 (bo) is
the exchange enhancement factor, bo is the kinetic radius for the
collision pair, the Okin =7rboZ is the kinetic cross section.
The transverse nuclear polarization is found to obey a similar

equation:

4+ -1 + + . + +
<I >-= Tex l<1 > -<S >] + (1/<y>1-c) <SL><I >—<IL><S >] (6)

where<!I *> (< S+> ) is the expectation value of the transverse nuclear
(electronic) polarization, defined in the usual way. The imaginary

term of Eq. (6) is the shift of the nuclear Zeeman energy levels due to
the spin exchange interaction, Equations analogous to Eq.(2) and (6) can

be written for the spin polarization of the alkali valence electron.




Since the time constants associated with the alkali electronic spin

are about three orders of magnitude shorter than those associated with

o A the noble gas nuclear spin, we can treat the alkali spin as if it were in
steady state, when considering the noble gas nuclear spin dynamics,
: Then, in the presence of other relaxation mechanisms, the rate of

change of the longitudinal noble gas nuclear spin becomes:

. 1

: - o -1
! <I.> =- <I.> < > - <
2 I T, [<I> -<S_ T, <I,> (7)
L.
] ' where<S£> denotes the steady-state value of the alkali polarization,
“ . L The steady-state noble gas nuclear polarization is then found to be:
o o
<I_ > = /T <8 >
: IL Tp ex SL (8)
| -1 -1 -1 -1
t where Tp = Tex + Tl » and Tl is the sum of all other rates

[ contributing to the longitudinal relaxation of the noble gas nuclear

spin.

R B )

Measurement of the transverse nuclear spin polarization is

by mees

..

accomplished by causing the polarized ensembles of both the noble
L gas and alkali atoms to precess in a plane containing the light beam.
* : B If the time average of the alkali transverse polarization is zero in a

Larmor period of the noble gas nucleus, then by Eq.(6), the time
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dependence of the transverse noble gas spin polarization can be shown

to have the following form:

<1t > =< 11> exp(-t/T,) sin(at +V) 9)

where TZ is the total transverse decay time, Q is the precessional

frequency of the nuclear ensemble, and ¢ is the initial phase of the

precessing ensemble.

1II. EXPERIMENTAL

The Experimental Apparatus., The experimental apparatus is shown

schematically in Figure 1. The apparatus consists of the experimental

cell, which is a 15-ml Pyrex sphere. Cells are prefilled on a separate
. 87 129

vacuum systemwith an excess of Rb  metal, 0.5 Torr Xe » and N2

as a buffer gas.

The cell is centered in a resistance-heated oven, provided with
Pyrex windows at either end. The oven provides controlled temperatures
to 80C (0. l°C) with a temperature uniformity across the cell of about
IC. The oven is contained in a cylindrical coil form, providing three
mutually perpendicular Helmholtz coils arranged along the x, y, and

z axes. In addition correction turns along the x axis allow for the
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correction of magnetic field gradients and a pair of reverse Helmholtz

coils along the y and z axes provide a source of nulcear relaxation
{magnetic field gradient relaxation)2 in order to be able to force the
nuclear magnetization to zero. The oven assembly is within four
cylindrically concentric magnetic shields with the innermost shield
provided with endcaps with 3-inch access holes. The magnetic shields

reduce the external magnetic fields to velow 10uG.

The light source of the optical pumping and detection is an alkali
resonance lamp of the Bell, Bloom, Lynch typé.l The light is passed
through a D1 filter and a circular polarizer and piped to the cell
through a plastic light pipe. On the detection side, the light transmitted

through the cell is piped through a plastic light pipe to a photodiode.

Polarization of the Noble Gas Nuclear Spin Ensamble. The noble

gas nuclei are polarized through spin exchange collisions with the
optically oriented alkali vapor. The alkali vapor is polarized by the
absorption of cr+ Dl light in a standard longitudinal pumping scheme;
this configuration is shown in Figure 2. The pumping takes place in the

presence of a longitudinal magnetic field of approximately 2 mG. From
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Eq.(7) and (8) one sees that the longitudinal noble gas polarization obeys

the following pumping law, given the initial condition, <« IL t=0)>
o
=< - -
<1L (t) > IL> (1 - exp( t/Tp) ) (10)

The nuclear spins are ''pumped" for a time sufficient to build up
a significant polarizatization along the light beam direction. This time
can range from 30 minutes at cell temperatures below 40°C to a few

minutes at cell temperature above 70°C,

Detection of the Transverse Spin Decay of the Noble Gas Nuclei.

Measurement of the decay of the noble gas nuclear spin polarization

is accomplished by switching the longitudinal pump field off and at the
same time applying a precessional field along the y axis, (~100uG).

The fields are switched in a time short enough to guarantee that the

spin systems precess about the y axis. An ac field (8 kHz) is then
applied along the z axis, to utilize the alkali vapor as a magnetometer,
as discussed below. The equivalent field associated with the precessing
nuclear moments are detected by the magnetometer, and thus the decay
characteristics of the nuclear spin systems are observed. The magnetic

field arrangement for the detection mode is shown in Figure 3,

|
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The Alkali Mangetometer. The magnetometer mechanization

of the alkali vapor, which we use to detect the noble gas nulcear

13 3
used to detect the nuclear polarization of He . We quote from their

results as they apply to our experiment.

1 :

polarization, was first devised by Cohen-Tannoudji et al and first
I Consider an alkali vapor cell, as shown in Figure 4, illuminated
- byo+ D1 light along the x axis in the presence of a static magnetic

field, Ho. and an ac magnetic field, chos(wt), both applied along

€ | | the z axis. The intensity of the transmitted light through the cell

b r in this configuration has been shown to be sensitive to the x cor.jponent
? 14
‘ of the alkali magnetization. From ref.(10), we write the transverse

alkali polarization as:

’l ) M+ [e2]

, M C A +z (A explipat) + A poxP(-ipat)) (11)
o p=1

where M‘; is defined by the steady-state alkali mangetization in the

presence of relaxation and
2

- ® I (“lw)
n
i A°= z 1 +i(w°+nu)1' (12a)
g n=-o
- and
, i A . J n(wl/w)JMp (@, /) (12b)
,’L - p —z 1+ i(wo-i-nw)'r

n=-w
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where wO=HO Y, o.>l=Hl Y, with Ta the gyromagnetic ratio of the

A A

alkali valence electron, 7 is the spin relaxation time of the alkali
vapor, and Jn (w'l /w) is a Bessel function of order n when n>0. For

n<0, one has:

n
Jn (wl/w) = (-1) J_n(wllw) (13)

Since Mx = Re l M+l we can deduce the behavior of Mx and hence
the optical signal from Eq.(11), (12), and (12b). One sees then that
M_ is a periodic function in time with period 27/w , and the light
transmitted through the cell is modulated at various harmonics p of pw
which depends on Ap and A-p given in Eq. (12b). In addition one can
see that the signal undergoes a resonance when the field is swept
about the values for which (wo + nw) = 0, Thus at each modulatijon, p
resonates from w, = 0, w = *w, ... . The width of these resonances
is independent of n and iSA“’o = 2/7v. The amplitude of the resonance
of order n, detected at the harmonic p, is given by the Bessel function

Jn(ull“’”ngp(wl /w).

In our experiment we operate at the n = 0 resonance and detect
the p = | modulation. For the case of a constant magnetic field along

the z axis the signal is found to have the following proportionality:

11
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SaM) J_ (W, /0)J | (w0 /w) sin(wt) (14)

l+(w°1')

for W, « 1, the signal is seen to be proportional to the field along the

z axis in first order.

In our experimental arrangement, because of the presence of the
y axis precessional field and because of the rotation of the nuclear field
in the x, z plane, there are fields along all three axes. The expression
; f’. _— for the signal in the n = 0, p = 1 mode for the case of a general magnetic
field is given bylsz

r Tu‘z + U‘x W,
SaM! /LT (w) /)T (@ /) Y sin(wt)  (15)

j where I'=1/r, ® =w , and® =J (w Jw)w
z 2z Y X o Y

x Jo (wl /) YAHy x

’ ’

with
NG
“, = YaHe  cos @t) (16a)
w =y HYC sin (at) (16b)
| x AT
i
E where H?G is the magnitude of the equivalent magnetic field due to
L I the noble gas nuclei, as seen by the alkali atoms, Since Qxw, we




- take the nuclear field as approximately dc and substitute the expressions

given in Eq. (16a) and (16b) directly into Eq. (15), using the condition,

I'>>w ,w . Then one finds:
X z

o .2, 4 2 2
_ NG \/1- +3 (/) ¥, H

Mc; Jo (‘Dl /m)Jl(wl/w)\(Al‘Te cos(Qt+d)sin(wt)

2
r %43 2w )Y, % By
o A
(17
"’ The signal then is seen to be proportional to the magnitude of the

nuclear field, doubly modulated at the frequency, w, and the nuclear

precession frequence, Q.

The Experimental Procedure. A measurement of the noble gas

transverse decay rate is made in the following manner. An experimental
cell is situated in the apparatus. The fields éresent at the cell are
balanced to z¢ro with the Helmholtz coils on each axis by employing

the results of the signal expression in Eq. (15), At first all fields

are close to zero with no compensation due to the magnetic shielding.
Next a low-frequency (10-Hz) external sinusoidal field is applied along
either the x or y axes; the induced signal can then be minimized by
forcing the field along the y or x directions, respectively, to zero by
applying a compensating field with the appropriate Helmholtz coil.

The z axis can be compensated by applying a dc field that forces the dc

13




~ 4 component of the induced signal to zero. The signal sensitivity is then

e s L T v e——

maximized by applying the external field along the z axis and then
adjusting the ac amplitude, w 1. to maximize the Bessel function

product, JQ(wl /m).]'l(w1 /w). A longitudinal noble gas polarization can

T Y RS A Py e

now be attained by applying a dc field along the direction of the light

beam.

In our experimental measurements the detection light is blocked,

for the most part, during the decay of the nuclear spin. The cell is

e T e T T o e

3 : illuminated for about a noble gas Larmor period at the beginning of

the decay and again some time later. The noble gas relaxation time,

TZ’ is deduced from Eq. (9) knowing the signal strengths at the times
when the cell is illuminated and the time the spin decaying in the "dark ",

This procedure insures that the transverse alkali spin is zero and hence

decoupled from the noble gas spin decay.

14




* IV. RESULTS

The total transverse decay rate, 1/‘1‘2. defined in Eq. (9), is

assumed to be of the form:

-1 -1 -
TZ _TexHTZ)

1

-1
= NpyOe, Y + (T') (18)

where to first order, the variation of T, to temperature is due to spin

2
exchange. Observing from Eq. (5) that the spin exchange cross section
is inversely proportional to the relative velocity squared, we plot in
Figure 5 typical relaxation rate data versus the term, NRb/-V’. We
have taken the Rb number density to be given by the saturated formulam:
log(NRb) = -4560/T + 30. 98 - 2. 45l0g(T) (19)
where T is the cell temperature in Kelvin. We perform a linear least-
squares fit to the data such as that represented in Figure 5. The esti-
mate of the slope corresponds to the temperature-independent exchange
term, on, and the intercept represents the sum of all other relaxation

rates, IIT'Z, which in the case of Xe129 is mostly due to magnetic field

1 gradient relaxation. Finally, in Figure 6, we plot the measured spin

exchange cross section versus N, buffer density in the cell.

i 2

15




The Role of Molecular Formation in the Spin Exchange Process. We

believe that the results displayed in Figure 6 are an indication of a role

of the Rb-Xe diatomic molecule in the spin exchange process. The

solid line curve in Figure 6 represents a least-squares fit of the data to

a simplistic molecular model of the exchange process.

We take the exchange rate between the Rb electronic spin and the

Xe nuclear spin to have contributions from bound molecular type col-

lisions and binary type collisions, which are independent, and hence we

can write the total exchange rate at:

1. ! -1

ex ex(molecule) * Tex(binary) (20)

where both contributions can be written in terms of a spin exchange

cross section as in Eq. (4). We neglect the effects of quasi-bound

molecules following the results of a previous study of the Rb-Xe mole-

cule!” For bound molecules, which are formed in 3-body collisions,

we take take the third body to be an N_ molecule, which is always by far

2

in greatest abundance. In this case then, we have that the molecular

formation rate is proportional to the density of N Taking the corre-

2

lation time of the interaction to be the duration of the collision, then

since the Rb-Xe

v . T, in inversely proportional to the density of NZ'

molecule exists only until it experiences a collision. Again, because

of the relative nuinber densities in this work, we take the breakup body




always to be an N2 molecule. The short binary collisions between the

Rb and Xe atoms are independent of the N, density. As a function of

2

N2 density we can rewrite Eq. (20) as:

(b/0%)

-1
T "= (ap) 1/2 ——tc (21)
ex 1+(b/P )
Rearranging the terms we find:
-1 abp
T ~=1/2 +c (22)
ex 2

b+p
where p is the density of NZ; the factor, a, corresponds to the molecular
formation rate; b represents the average interaction strength correlation

time product; and c is simply the binary exchange rate,

Evaluation of the Parameters. A least-squares fit of our data to the

functional form of Eq. (22) yielded the following information:
1. The three body collision rate of Rb, Xe, and N2 per Xe atom

was found to be:

Tf_l = 4,5+ 0,5 X 10-4 sec -I/Torr N, (23)

when evaluated at 273K. Bouchiat et al'® evaluated the formation
rate of Rb-Xe molecules in the presence of Xe only, Normaliz-

ing our formation rate per Torr Xe and converting to a formation

17




rate per Rb atom, we find that our value differs from the one

reported by Bouchiat by about 12%. The significance of this
comparison lies only in the order of magnitude agreement, since
the work of Bouchiat et al was concerned with a different three

body collision,

2. The average strength of the interaction multiplied by the dura-

tion of the collision per Torr NZ was found to be:

<Y>To ~ 15 (24)
If we assume that the lifetime of the molecule is limited by
NZ collisions, we can use standard gas kinetic arguments to
estimate:
Te = 0.5 X 1077 sec/ Torr NZ (25)
Substituting this value into Eq. (24), we find the average inter-
action strength:
<¥>~3x 105 gec 7! (26)
This value is only of order of magnitude agreement with that
estimated previously for the binary collisions,”»8 but that seems
to be reasonable agreement considering the approximations
used in the theory,
3. The binary spin exchange term was found to be:

- -2
0 V= 1.5 0.2% 10 10 m? sec 27)

USE OR DISCLOSURE OF DOCUMENT DATA IS SUBJECT TO THE RESTRICTION ON THE TITLE PAGE OF THIS DOCUMENT.
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A previous measurement of the exchange cross section for

129

Rb87-Xe was made by Grover® in cells buffered with 500

Torr He4. Extrapolating our values for N_ out of 500 Torr,

2
we find a difference of about 30% between our value and Grover's.
The difference may lie in either different molecular kinematics
for He-buffered cells or in the fact that Grover's relaxation

measurements were not done in the '""dark'’, which would possibly

have resulted in a distortion of the Xe relaxation signal,

Evaluating the spin exchange cross section at 65C, we find:
Oy = 1.1x 10" 19 cmz. This value is about four times larger than what
had been theoretically estimated using the Herman-Skillman wave-
function tabulations.! We think that this is reasonable agreement con-
sidering the uncertainty in the parameters that enter into the calcula-
tions. For instance the entire factor of four could result from only a

20% error in the Rb wavefunction because this parameter enters twice,

each time raised to the fourth power.

19
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V. SUMMARY

12
The measurement of the Rb87- Xe 9 spin exchange cross section

has indicated a significant role of the Rb~-Xe van der Waals molecule in
the spin exchange process. Our estimate of the molecular formation
rate for the Rb-Xe molecule is reasonable agreement with the previously
measured formation rate,/® which we take to be supportive of our model
of molecular-enhanced spin exchange. Although our estimate of the
Rb-Xe spin exchange cross section is much larger than theoretical esti-
mates, we think that the overall agreement is generally good, and dis-

crepancies are indicative of the uncertainties in the theory.

Since there has been recent evidence for the existence of alkali-
atom-noble-gas-atom van der Waals molecules with light noble gases,?
one might expect a similar molecular-enhanced spin exchange cross

section for He3 and Ne21. which may be of interest in the consideration

of polarized nuclear targets.

The attainable nuclear polarization is seen from Eq.(8) to depend on
the T1 relaxation of the nuclear ensemble and the saturated value of the
alkali polarization, In our study of x°129. the dominant source of T1

relaxation was due to magnetic field in‘homogenieties. Achieving nuclear

20
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polarizations better than 90% of the alkali polarization in our present
apparatus would imply cell temperatures of greater than only 60C, for

a sample buffered with between 15 and 25 Torr N We note that the

2
field imhomogenieties could have been further reduced from what we
tolerated in our experiment through the use of higher order corrections
on the magnetic field. This would have in effect lowered the already
moderate cell temperature at which one could attain relatively high
nuclear polarizations., Alkali ground state polarizations approaching
100%, through the use of laser pumping, have recently been reportedzo

1 -
in samples of Na with densities of 10 2 cm

This alkali density is
an order of magnitude larger than the Rb densities in our experiment,
It is then quite feasible to expect nuclear polarizations approaching

100% in controlled environments through exchange with a laser-pumped

alkali vapor ensemble,

USE OR DISCLOSURE OF DOCUMENT DATA 1S SUBJECT TO THE RESTRICTION ON THE TITLE PAGE OF THIS DOCUMENT.
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FIGURE CAPTIONS

Figure 1. Schematic representation of the experimental apparatus.
Figure 2. Magnetic field arrangement for the longitudinal pumping of

the alkali vapor.

Figure 3. Magnetic field arrangement for the detection of the noble

gas nuclear spins.

Figure 4, Magnetic field arrangement for the magnetometer mechani-
zation of the alkali vapor.

Figure 5, Typical plot of the Xe relaxation rate versus NRbV' The

solid line represents a linear least-squares fit of the experimental
data, where the slope of the line represents the spin exchange cross
section term, and the intercept is tne sum of all other relaxation rates.

The error bars on the data points are a standard deviation of repeated

7

trials. These data were taken from a cell containing Rb8 , 0.5 Torr

Xe129 and 74,5 Torr NZ' The least-squares fit yielded a temperature

independent rate of 3.67 + 0,3 X 10"4 sec-1 and o'ex?/z = 4,07+0,35X%

-10 4 -2
cm sec |,

10
Figure 6. Plot of the spin exchange cross section term versus the Nz

pressure, The solid line is least-squares fit of the data to our molec-

ular spin exchange model., The error bars on the data points represent

a standard deviation for repeated trials,
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SECTION I11I

SPIN DYNAMIC EFFECTS OF Xel3l

3.1 INTRODUCTION

The noble gas nucleus, Xel31, exhibits significantly different spin

dynamic characteristics, as compared to Xelzg, primarily due to the

fact that it has nuclear spin I = 3/2, and thus possesses a nuclear electric
quadrupole moment and hence additional interaction channels, The nuclear
electric quadrupole moment interacts with electric field gradients present
at the nucleus and this results in spin relaxation through transitions
between the Zeeman levels and inhomogeneous broadening of those levels,
A possible origin of the electric field gradients of sufficient magnitude

to cause nuclear spin relaxation is the deformation of the noble gas
electronic shells which occurs in collisions of the noble gas atom with the
walls of the cell and in collisions with other atoms in the cell. In this
case then, one would expect the Xe131 to exhibit a relaxation rate dependent
on the cell walls and on the buffer gas atoms in the cell, These are effects
not observed in the relaxation of Xelzg. These relaxation modes in the
case of Xe131 are clearly demonstrated by our data, We have used a
model to analyze the data in which the relaxation is attributed to

a) spin exchange with the alkali vapor, b) collisions with the cell walls,

and c) a constant rate which we attribute to gas phase collisions, Agree- A

ment with this model has been very good, with uncertainties in the order

of 10 percent,
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There are two main difficulties involved in making measurements of

the spin relaxation characteristic of Xe13l. The relative signal ampli-

tude is small due to the fact that the spin exchange cross section betwe;n
Rb and Xe131 is small, experimentally determined to be about an order
of magnitude smaller than that for Rb and Xe129, and that the relaxation
rates, primarily through the quarupolar interaction, are much larger
than those found £or Xelzg. The second but related problem is the
relatively short relaxation time, which we have found to range from about
10 to 100 seconds, resulting in an additional difficulty in the analysis of

the Xe131 relaxation signal,

A means for overcoming at least the problem of the small signal ampli-
tude in Xe131 is to increase the alkali polarization, which allows the

noble gas nuclear spin to draw from a larger angular momentum reservoir.
We accomplished this by laser-pumping the sample cells with a dye

laser system tuned to the Rb Dl resonance line. In this way we were

able to increase the alkali polarization in addition to maintaining sig-
nificant alkali polarization over a wider temperature range. The neces-

31
sity of Xel data over a wide temperature range, as compared to that

needed for Xelzg, is due to the functional form of the model,

3-2




3.2 APPENDIX TO SECTION III

The details of our work on the spin relaxation of Xe131 are pro-
vided in the paper, ''Measurement of the R.b--Xe131 Spin Exchange Cross
! Section in Xe131 Relaxation Studies', by C. H, Volk, T. M, Kwon and
J. G. Mark of Litton Guidance and Control Systems in collaboration
with Y, B, Kim and J. C. Woo of the Department of Physics at the

University of Southern California, This paper has been accepted for

publication by Physical Review Letters,




Measurement of the Rb-Xel3! Spin Exchange Cross

Section in Xe 131 Relaxation Studies

C.H. Volk, T.M. Kwon and J. G. Mark
Litton Guidance & Control Systems
5500 Canoga Avenue, Woodland Hills CA 91364
and
Y. B. Kim and J. C. Woo*
Department of Physics
University of Southern California

lLos Angeles CA 90007

ABSTRACT
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Estimates of the Rb-Xe spin exchange cross section have been

obtained by observing the nuclear spin relaxation of Xe!3l in the

131 due to the

presence of a Rb vapor. Nuclear spin relaxation of Xe
presence of a foreign buffer gas and the relaxation rate on the glass

walls of the cell have also been observed.

#*SNU-AID Visiting Professor, permanent address: Department of

Physics, Seoul National University, Seoul 151, Korea.




The spin exchange process between the polarized valence electron
of an alkali atom and the unpolarized nucleus of a noble gas atom' , has
been of interest in the past both as a mechanism for polarizing noble

2.5
gas nuclei and also as a source of relaxation for optically oriented
alkali vapox's.a We have recently measured the transverse nuclear
spin relaxation of a gaseous Xe131 ensemble which had been polarized
in collisions with an optically oriented Rb vapor. These measure-
ments allowed for the first time the experimental determination of the
spin exchange cross section between the Rb valence electron and the
131 Lo .
nucleus of Xe . In addition, we have, to our knowledge, the first
. . 131
measurements of the nuclear spin relaxation rates of Xe both on
the glass walls of the experimental cell and in collisions with a foreign
buffer gas in a low magnetic field. Similar measurements have been
3 -
previously made for He in the presence of Rb’> "™ and Na® and for

Xe129 in the presence of Rb."

Previous measurements of the nuclear spin relaxation of Xel31,
which were done in pure xenon at high pressures, showed a relaxation H
time that was inversely proportional to the density of the gas.7 The
observed relaxation was attributed to a nuclear quadrupole interaction ’

which is present during the collision of the xenon atoms. A theoreti-

cal study of this problem by Adriane confirmed that the quadrupole




A

interaction was the dominant relaxation mechanism of Xe131 in these
samples, However an extrapolation of Adrian's results to our sample

9
densities led us to expect relaxation times due to xenon-buffer-gas
collisions of almost an order of magnitude longer than what we

c 131 )

actually observed. The polarization of Xe through exchange with
Rb then proved to be a more difficult problem ti.an that associated with

the other noble gas nuclei,

Our experimental setup consists of a 15 ml Pyrex sphere into
which we distill an excess of Rb metal, and then fill with 0.5 Torr

enriched Xe131 plus a buffer gas. The Xe gas is such that Xe131

129 is 0.7 mole %, Kr83 is 0.38 mole %

constitutes 63.89 mole %, Xe
and the remaining is composed of even isotopes of Xe. The buffer
gases used in this particular set of measurements were HZ' NZ’ and
He4. The cell is contained in a resistance-heated oven capable of
controlling temperatures to £0.1C up to 120C. A three-axis set of
Helmholtz coils surrounds the oven with the whole assembly contained
in four cylindrically concentric magnetic shields, which reduce ex-

ternal magnetic fields to below 10pG, A schematic representation of

the apparatus is displayed in Figure 1.




The experiment proceeds in two steps. In the first step, the Rb
vapor is optically pumped in the longitudinal direction with cr+Dl light
provided by a dye laser. In this mode only a single magnetic field
along the light beam direction is present in order to provide a quanti-
zation axis for the Rb electronic spin and the Xe nuclear spin. With
reference to Figure 1, then, in the ''pump'' mode, the resonance lamp

is moved off axis to allow the laser beam to pump the alkali vapor.

Both the resonance lamp and the D1 filter are moved off axis when

pumping.

The dye laser is a Spectra Physics model 375 with Oxazine-750
dye pumped by a Spectra Physics model 171 krypton-ion laser, The
dye laser is employed because of the low polarization levels generated
by pumping with the resonance lamp. The resonance lamp, although
sufficient for similar measurementsls in Xelzg, could not provide
Xeelz'1 signal at the high temperature end, During the experiment,
measurements of the laser power in front of the circularly polarizer
indicated power between 80 and 150 mw., There was no concern to
keep the laser power stable as long as it remained above 80 mw. The

laser wavelength was centered at 7947.6 A with a full width at half

maximum of about 1 A?
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The system was pumped for a time long enough to build up a
significant Xe nuclear polarization. Neglecting the nuclear spin of
the alkali, the noble gas polarization can be expressed in terms of the

4
equilibrium Rb polarization as:

P, =TP_ /T (1)

\7)'1; with Np the Rb number density, o__the

where Te = (N Rb

X Rbo ex
Xe-Rb spin exchange cross section and V the Xe-Rb relative velocity.

Tp is the time characteristic of the growth of the Xe nuclear polariza-

tion, which is given by:
T =T + T1 (2)

with T1 the longitudinal nuclear relaxation time. Pump times for the

Xe in this experiment were on the order of minutes.

The second step in the experiment is to mechanize the Rb vapor
as a magnetometer to detect the Xe magnetization as it precesses
about the y-axis. This is accomplished by switching off the x-axis
pump field and switching on an 8-kHz drive field along the z-axis and

a 100uG precessional field along the y-axis, In this detection mode,
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the resonance lamp is moved on axis to be used at the source of the

detection beam, since it is a very low noise source of D_ light, The

1

magnetometer mechanization, which was developed by Cohen-Tannoudji

et all!®, has been previously discussed in terms of measuring noble
gas nuclear spin decay rates.5 It can be shown that in this mode the
transmitted light beam is modulated at the drive frequency and at the
noble gas nuclAear precession frequency with a modulation amplitude

proportional to the Xe magnetization.

The decay of the Xe magnetization is characterized by a time

constant, TZ' which we assume can be written in the following form:

T;l = NRbaex\'/ + T2E/KT (T;_,)'l (3)
where the first term on the RHS of Eq, (3) represents the spin ex-
change rate with the Rb vapor, the second term is a wall relaxation
rate with T the effective collision rate, E the adhesion energy of the
Xe atoms on the glass wall, k is Boltzmann's constant and T is the
cell temperature in degrees/Kelvin, and the third term represents

all other relaxation rates, which we agssume are at most weekly

temperature dependent,
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The results of our measurements of the Xe

131

nuclear spin decay

rate as a function of cell temperature are shown in Figures 2a through
d, where the solid line in each plot represents a least-squares fit of
the data to the functional form of Eq. (3). Error bars represent a
standard deviation based on reproduced measurements at selected
temperature points. Evaluations of the relaxation parameters are

given in Table I

With reference to Table I, we make the following comments about

our findings:

Recently extensive measurements of the Rb-Xel‘29 spin exchange

cross section, in the presence of N, as a buffer gas, have been

made!! Referring to Table I, the cross section for the Rb-Xe!3!

exchange in the presence of 20.5 Torr N, is a factor of sixteen

smaller than the cross section for Rb-Xe129 in a similarly

buffered cell. Using Herman's! expression for the spin exchange

cross section, one would expect cross section values for Xel3l

129

to be about half those for the corresponding Xe cases. We

think that this discrepancy may be due to an additional Rb-Xe

interaction, of a quadrupolar type, which lessens the efficiency




s

of the excharnge process and hence lowers the measured cross

section for Xe13 l.

. 3

The variation of the Rb-Xe1 1 cross sections with buffer

gas pressure, see Table I, is expected in light of the influence
of the Rb-Xe diatomic molecule on the spin exchange inter-

11
action which has been established, However, consider-
ing the comment in the previous paragraph, we do not expect

131 . :
the Xe cross section to have the same functional
dzpendence on the buffer gas pressure as was found for

Xe129

, see Refs. 11 and 12.

Since all the measurements were done in the same type cell,
it is hard to say anything about the parameter, I, except
that it is physically reasonable. The absorption energy, E,
is of the right order of magnitude for the adhesion of Xe onto

Pyrex.w

A similar wall interaction has been observed in meas urements

of the relaxation of ngm in quartz cells. "' The adhesion

energy of Hg onto quartz derived from these measurements is
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found to vary by about a factor of two; E is given at 0. 18 ev

in Ref. 14 and as 0.34 ev in Ref. 16. The difference in these
measurements was attributed to a dependence of the Hg
relaxation on the cell fabrication technique and cell tempera-
ture history., We observed no dependence of the cell tempera-

131

ture history on the relaxation of Xe We are not sure

whether this is due to the nature of the noble gas relaxation

or the nature of the cell material.

The large difference between the constant rate, 1/T‘2'

measured in the Hj cell as compared to that found in the N,

cell, we attribute to a relaxation mechanism of the Xe131
in collisions with the buffer gas. This type of an effect has

29

not been observed for Xel in similar cells, and thus we
believe this interaction to be of a quadrupolar type. The lack

of variation of the constant rate in the He-buffered cells may

be due to the insensitivity of the He data to the least squares fit,

We wish to thank R. L, Meyer, H. E. Williams, and L. McGann

for the design and construction of many of the pieces of the apparatus
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TABLE1 131
LEAST-SQUARES FIT ESTIMATES OF THE Xe RELAXATION
PARAMETERS IN DIFFERENTLY BUFFERED CELLS

Buffer Gas Uexvz r E 1/Ts
Torr 10'“(cm+4sec-2) 10-8sec~! eV 10-3sec-!
105 HZ 5.96 £0.4 3.89 0,2 0.13 £0.01 1.54 0.5
20.5 N2 4,27 £0.1 0.40 #0.02 0.16 £0.01 12.5 %0.5
20 He 6.06 £1 1.47 0.5 0.13 £0.01 7.42 =1
100 He 1.3 £2 2.85 0.5 0.12 £0.01 7.47 %1

The 105 Torr H2 cell contained Rb87, and the other three cells

had natural Rb., All cells contained 0.5 Torr-enriched Xel3l.
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Figure Captions

- ) Figure 1. Schematic representation of the experimental apparatus.

31 .
Figure 2, Xe1 relaxation rate versus cell temperature in the

8
presence of (a) Rb 7 and 105 Torr HZ' (b) natural Rb and
20,5 Torr NZ’ (c) natural Rb and 20 Torr He4, and (d)

natural Rb and 100 Torr He4.
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